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APPLICANT : LG HAUSYS, LTD. REPORT NO. ¢ M270-14-04472
SAMPLE RECEIVED DATE : 2014-06-02
TEST STARTED DATE 1 2014-06-02
REPORT |SSUED DATE @ 2014-06-13
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SAMPLE DESCRIPTION : TWO(2) PIECES OF SUBMITTED CUTTING SAID TO BE FILM.

ITEM : PVC FILM - #1, #2

TEST CONDUCTED : AS REQUESTED BY THE APPLICANT, FOR DETAILS PLEASE SEE ATTACHED PAGES.

PREPARED AND CHECKED BY AUTHOR | ZED BY
FOR FITI FOR FITI
ko cuns ek e s Dok
SUNG SIK, KIM MOON-OK. NOH
QUALITY MANAGER PRESIDENT

¥ Report Verification No.: PNUU-I954-ATIJ %
(You can see the authenticity of your test report through the above "Report Verification No." at FIT| homepage.)

@-DOCUMENT SERVICE
The test results contained in this report are limited to results on the sample(s) that is providad by client and are not nec o of the quall
of the ol from which the sample(s) was taken or of all products Results contained in this repori are not based on the qualvty oerufullm uf sample by the FITI quality

certification program unless ffically requested by the client. Further use of the results of this report is prohibited unless allowed under a separate agreement set forth
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